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BaF4 583465 | meThiE o4 | m SO
n-=1.58369 -=456.0 ny — ne =0.012714
Eefractive Indices Relative Partial Dispersions Internal Transmittance
A (mm) Pa. | 02086 | Pras | 02485 A (om3 Timm T 10mm
i 10140 Pog [ 02374 P 2| 0.2342 2400 0931 0.867
n: 7065 137687 Py | 03673 | B'zF | 04909 2200 0943 0.893
. 6363 137807 2000 0973 0.947
. 6438 1.37035 Chemical Properties 1800 [.0%6 0973
Hpens | ©32.8 1.58011 Grade 1600 0.997 0.994
np 3803 138260 RC(8) 1 1400 0008 0096
o] 5876 1.38271 EA(S) 1 1200 [.089 0998
N 546.1 138369 D 1 1060 0099 0008
Hr 486.1 1.58151 Dy 1 1000 (.009 [.o0g
it 480.0 1.59227 030 [.999 0.998
a 4558 1.30862 Thermal Properties Q00 0999 0098
1 4047 1.60468 T: (C) 328 230 0099 0008
1 363.0 1.61335 T; (C) 606 200 (.009 0908
T O 475 700 0.998 | 0997
Tip™ () 318 630 [.998 0997
Constants of Dizpersion T1g™('C) 600 0008 0987
Formula 2 2gn20=(10-VE) g1 530 0008 0.996
Ay 24514720 2 1030010 TK) 91 500 0.997 | 0.995
Ay 63118879107 A(Wim - K) 480 0987 0994
As 19377342 %10 460 0996 0.093
As 30637647 X107 Mechanical Properties 440 [.996 0.oo2
Ay 10174983 %10~ Hg (107Pa) 442 420 0.993 0991
Az 39270336108 Fa o7 400 [.984 0939
E (107Pa) 6477 300 0.092 0.084
Deviaton of Reladve Partial G (107Pa) 2619 380 0028 0076
Dispersions & Pfrom n 0237 370 0983 0571
the“Normal Line™ B (10-12Pay 360 0973 0931
A Pr. -0.0002 350 0049 0.001
sPes 00007 Other Properties 340 .80 079
e (gem®) 328 330 0.72 032
320 036 0.13
Temperature Coefficients of Befractive Index 310 0.08
Rang of dn/dt relative(l I]'ﬁ.-"'C} 300
Temperature t C’ d 2 F g 200
-A0~-20 280
-20~0
0~20
20~40 Coloration Code
40~60 alds 33/32
60~ 80
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