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H-K5 510634 g =1.31007 =63 ‘? Ny~ N = CI.CI:IS?I:-‘:I
n.=1.5119%9 =63.13 ny — n. = 0.008110
Refractive Indices ERelative Partial Dispersions Internal Transmittance
L (pm) Pa- | 0306858 Pras 25572 Loimm) | Timm T 10 mm
1, 10140 | 1.50069 Poa | 02384 | P ca | 02366 2400 0.29 079
1. 706.3 130618 Por | 03300 | P'zx | 04783 2200 0014 0833
n 6363 1.30760 2000 0964 0020
n- 6438 130800 Chemical Properties 1200 0083 0971
np-ne | 6328 130837 Grads 1600 0997 0903
ng 3803 131000 B.C(8) 3 1400 [oog nooe7
14 3876 131007 BA(S) 1 1200 0000 0008
n: 346.1 131188 Dy, 3 1060 0999 0008
ng 186.1 131363 Dy 1 1000 0000 ooz
ng 480.0 131611 030 0900 0oog
s 433 8 131999 Thermal Properties 000 0.090 0008
Iy 404 7 5235 Tz (C) 558 &350 0990 0008
n 365.0 | 152962 Iz () 633 800 [.99% 0.998
Tio™= () 487 700 [.95% 0.998
Tp® () 548 650 0998 0997
Constants of Dispersion T1g™(C) 733 500 0908 0957
Formula 2 w20 (10-VE) 78 350 [noog noo7
Ay 22301836 2 yo0300=(10-VE) 20 300 (o0g 0905
Ay 20406616 % 107 A (Wim - K) 480 0008 0006
Ao 11431783 %107 460 0997 0993
A -73330328 % 107 Aechanical Properties 440 n.oo7 0.003
A 3A0B16TO® 104 Hx (107Pa) 487 420 noo7 0963
As -1.8010078 % 10°F F. 24 400 0.097 0003
E (10'Pa) 7519 390 0.997 0.9953
Deviation of Eelative Partial G (107Pa) 3128 380 n.oo7 0004
Dizpersions AP from 1 0202 370 T 0003
the“Normal Line™ B (10-2Pa) 360 o003 0001
2P -0.0003 350 0991 0983
APer 0.0012 Other Properties 340 0.083 0967
¢ (glem¥) 247 330 0963 0927
320 0914 0236
Temperature Coefficients of Refractive Index 310 0.80 0.64
Rang of dn/dt relativel I]'ﬁ.-"'C} 300 0.36 31
Temperature i ! d 8 F g 200 024 n.oe
A40~-20 1.3 1.7 2.0 22 23 24 280 0.03
-20~0 13 16 1.5 2.0 2.2 24
0~20 1.3 16 3 3 2.2 24
20-~40 14 19 20 22 2.3 29 Coloration Code
40~G0 17 2.1 2.1 2.3 2.6 2.8 32/29
G0~ 20 17 2.0 2 2.2 2.3 19
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