6B B A B i B

- = = ni=1.51478 =60.63 ne— n. =0.008490
= Sl ne=15168 =60.33 o - 5. =0.008366
Refractive Indices Relative Partial Dispersions Internal Transmittance
A (pm) Py, | 03062 Pa 0.2357 A (nmJ T3imm T 10 mm
g 10140 Pog [ 02303 F o5 | 02372 2400 087 0.75
Ny 7065 1.51069 P.p | 05406 | B'zp | 04783 2200 0.003 D813
- 6363 131218 2000 0.934 0.910
I 6438 131239 Chemical Propertiez 1800 0.980 0961
Npey: | 632.8 131208 Grade 1600 0.997 0.994
nn 5803 1.51470 RC(8) 3 1400 0987 0.093
s 587.6 1.51478 BA(S) 1 1200 0.999 0.998
N 5346.1 131681 D 1 1060 0.999 0908
np 486.1 1.52067 Dy 1 1000 0.999 0008
g 480.0 132116 030 0.999 0598
Nz 4558 5232 Thermal Properties Q00 0999 0998
o 404 7 1.52006 Tz () 333 230 0.559 09593
n 3630 53557 T; (T) 613 200 0998 0906
T1p™** (C) 176 700 0.997 0.993
Tie® () 323 650 0.997 | 0.994
Constants of Dispersion Ty ™4(C) 600 0.997 0994
Formula 2 3on20=(10-VE) 3 530 0.997 0.594
Ag 22641803 2 ypasoe=(10-VK) 100 500 0.996 0993
A EEEETESTE A(Wim - K) 480 0.096 0.992
A 10636469 %102 460 0.993 0991
A 43032698 X 107 Mechanical Properties 440 0,983 0,990
As 40347236 X 107 Hg (107Pa) dgE 120 0.003 0.990
As 23301330 % 107 Fs g3 400 0,993 0.990
E (107Pa) 6704 390 0994 0088
Deviation of Relative Partial G (107Pa) 2776 380 0001 0083
Dizpersions A P from n 0224 370 00492 003
the“Normal Line™ B (102 Pa) 360 0590 0ol
A Pra -0.0019 330 00983 0970
AFer 0.0018 Other Properties 340 0973 0.946
e (gem?) 134 330 0.044 0ol
320 0.88 0.77
Temperature Coefficients of Refractive Index 510 0.73 0.34
Fane of dn/dt relative(l I]'ﬁ.-"'C} 300 048 0.23
Temperature 0 C’ d 2 F' g 200 0.20 0.04
A0~-20 280
-20~0
0-~24Q
20-~40 Coloration Code
40~&0 33/29
60~ 80
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