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H-K50 512505 ng=1.52249 =._E'.43 n.~ n; =0.008 ?4
n.=1.32438 =59.22 o = no =0.008838
Refractive Indices Eelative Partial Dispersions Internal Transmittance
A (om) Pa 03043 | Pra- | 02337 A {nm? T 5mm T 10 mm
I 10140 | 1.31234 Pog | 02384 | P o | 02364 2400 0.903 0.815
. T706.5 151829 P.p | 03455 | B'zp | 04845 2200 09253 0856
1 6363 1531082 2000 0068 0937
1. 643 .8 132024 Chemical Properties 1800 0087 0974
Np=n: | 6328 1.32064 Grade 1600 0897 0994
np 5803 152241 EC(S) 3 1400 0.00% 0.996
1y 5876 152249 FA(S) 1 1200 0.099 0008
I 346.1 152458 Dy 2 1060 0.000 0008
Iy 486.1 132860 Dy 3 1000 0.eo9 09098
Hp 4800 132910 050 0.899 0908
s 433 8 1.33330 Thermal Properties 000 0090 0008
Iy 4047 133739 Tz (T) 364 230 0.000 0008
1y 3650 134422 T; () 33 200 0996 0.992
T1™= (C) 507 700 0994 0.992
T1e® (C) 522 630 0906 0.092
Constants of Dispersion T19™%(C) 73 600 0.996 0.993
Formula 2 ap20=(10-VE) 82 530 0996 0.992
Ay 2.2834436 2 100300=(10"7K) 86 300 0995 0.991
Ay -2.0037901 =103 A (Wim = K) 480 0.093 0.990
As 13080112102 460 0.004 0080
A -2.241663010 Mechanical Properties 440 0954 0989
Ay 6.1354862 =10 Hx (107Pa) 537 420 0994 0988
As -2.0434240 =10 F. 21 400 0.093 0087
E (10'Pa) 7338 390 0.991 0083
Deviation of Relative Partial G (107Pa) 3004 380 0987 0oe74
Dispersions AP from I 0.221 370 0.982 0.964
the“Normal Line™ B (10-12Pa) 360 0.066 0933
2P 0.0001 350 0.031 0266
sPer 0.0011 Other Properties 340 0.83 0.72
o (giem?) | 232 330 0.66 0.44
320 33 0.11
Temperature Coefficients of Refractive Index 310
Rane of dn/dt relative(10-5/°C) 300
Temperature t ' d 8 F g 290
-40-~-20 0o 12 1.3 1.7 19 2.1 280
-20~0 0o 13 1.6 7 R 21
0-~20 12 14 1.6 B 1.9 23
20~40 12 15 1.7 7 1.1 26 Coloration Code
40~60 1.1 la 1.8 1.9 2.2 26 35/312
G0~20 12 1.7 1.8 1.9 14 1B
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