6B B A B i B

- = = n3=1.53028 u,=60.47 n:— n: =0.008770
H-BaK1 530603 1o=1.53237 2. =60.17 m — m. =0.008847
Befractive Indices Relative Partial Dispersions Internal Transmittance
A (pm] Pa- | 03046 Pras | 02342 L {nm?J T Smm T 10mm
B 10140 Pog [ 02381 | P 2| 0.2360 2400 0.90 0.82
T, 7065 1.52608 Pop | 03416 | F'zp | 04803 2200 0926 0838
H: 636.3 1.32761 2000 0.968 0.937
I 6438 1.52803 Chemical Properties 1800 0986 0972
Npey: | 632.8 132843 Grade 1600 0.997 0.993
np 5803 1.53020 RC(%) 1 1400 0.997 0.093
14 387.6 1.53028 BA(S) 1 1200 0.999 0.998
He 546.1 1.53237 Dy 1 1060 0.999 0.998
Hp 486.1 1.53638 Dy, 1 1000 0.999 0008
ne | 500 | gs3gss 301 pogg | 0998
o 4358 134113 Thermal Properties 000 0099 0098
Ty 4047 1.54508 T: (T 364 g30 0.999 0.998
;i 365.0 153180 I; () 643 g00 0998 0,997
T1p™*= (C) 306 700 0.998 0.908
T (1) 333 630 0.997 0.993
Constants of Dizspersion T1g™4(C) 600 0.997 0993
Formula 2 2gn20=(10-VE) 74 530 0.997 0.095
A 23069229 2 1op3o0=(10-7K) on 300 0.996 0.903
Al _7.7343930 % 107 A{Wim - K) 480 [1.995 ooz
Ag 12991832 % 10 460 0.003 0.991
As -11641963 X 107 Mechanical Properties 440 0.003 0501
Ay 40306108107 Hg (107Pa) 456 420 0.003 0.991
As 18340676 10°F Fa 23 400 0.993 0.991
E (107Pa) 7095 390 0.995 | 0.990
Deviation of Relative Partial G (107Pa) 2900 380 0093 0086
Dispersions AP from B 0.223 370 0.093 0986
the“Normal Line™ B (102 Pa) 360 0.990 0981
1P, 0.0006 330 0086 0972
sPgr 0.0011 Cther Properties 340 0974 (249
o (glem?) | 274 330 0549 | 0500
320 089 0.79
Temperature Coefficients of Befractive Index 310 077 0.39
Rang of dn/dt relative(10-%/C) 300 0.54 0.20
Temperature £ C’ g F g 200 026 007
40~-20 280 0.07
-20~0
0~20
20~40 Coloration Code
40~60 A 33/29
60~ 80
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