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Refractive Indices

Relative Partial Dizpersions

Internal Tranzmittance

A (pm] P, | 03058 Pras | 02330 A {nm: T 3mm T 10 mm
1, 10140 | 157813 P.s | 02383 | P s | 02367 2400 028 0.77
I, 706.3 1.38431 P.p [ 03306 | P'zp | 04797 2200 0930 0.863
n: 63563 138610 2000 0o78 D936
- 6438 138666 Chemical Properties 1200 094 0968
Npez | G318 138710 Grads 1600 0920 0.980
np 3803 1.38004 RC(5) 1 1400 0908 noo7
14 3876 138013 BA(S) 3 1200 0000 0008
I 346.1 1.39142 Dy, 2 1060 0999 0999
ng 186.1 1308381 D. 3 1000 0900 0500
ng 480.0 1.39633 050 0900 0999
s 433 8 1.60100 Thermal Properties 000 0.090 0.099
Ty 047 160328 Tz () 610 &30 0999 0.999
n; 3650 161238 T (C) 660 200 0900 0500
Ty () 369 700 0000 0540
Ty (T 806 650 0,999 | 0998
Constants of Dispersion T1g™(C) 743 500 0955 0959
Formula 2 w20 (10-VE) 61 350 0900 0500
Ay 24880412 2 1o0300=(10-VE) 71 300 ERAE noo7
A 10414617102 A{Wm - K) 480 0008 0.096
A 1331783010 460 0997 0993
A 31939024 =104 Alechanical Properties 440 nogT 0904
A -1 BETOAO0 10 Hx (107Pa) 613 420 0996 0003
As 11928548« 10 Fs 400 0006 0092
E (107Fa) 8483 390 0994 | 0928
Deviation of REelative Partial G (107Pa) 3302 380 0001 0083
Dispersions AP from i 0.252 370 0086 0o72
the“Normal Line™ B (10-2Pa) 360 noTe 0057
aPp. -0.0006 350 09038 0018
s Per -0.0018 Other Properties 340 0.93 0.86
o (glem’) 326 330 0.87 0.73
320 0.76 038
Temperature Coefficients of Refractive Index 310 0.60 036
Rane of dn/dt relative(10-9/7C) 300 a7 0.14
Temperature t C’ d 8 F' g 200 0.14 0.02
-40~-20 2.6 2.8 29 3. 36 ig 280
-20~0 il i3 i3 3. LR 4
0~10 il 34 ERG 3. R 43
20~40 32 33 33 3.7 3.8 42 Coloration Code
4060 il 3.3 36 3.7 4.1 43 35/30
60~20 33 37 £ 4.0 4.5 47
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