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n.=1.61128 v =585 ne — n. =0.01043
Eefractive Indices Eelative Partial Disperzions Internal Transmittance
A (pm] P4 03036 Fra. (023209 A {(gm) T 3imm T 10 mm
oA 10140 1.39727 Pos | 02388 P 2| 02367 2400 0910 0828
g T06.3 160388 Por | 03437 | P zp | 04823 2200 0032 0.906
- 6363 1.60367 2000 0983 0967
. 6438 160617 Chemical Propertias 1800 0542 0984
NHNe | B32.8 160663 Grade 1600 0008 0996
ng 3893 1.60872 B.C(8) 1 1400 0000 0008
na 3876 160881 EA(S) 3 1200 [.5488 0908
ol 346.1 161128 D 1 1060 0599 0598
ng 186.1 161601 Dy 3 1000 [nooE 09497
ng 480.0 1.61660 050 0097 09403
n: 4358 1.62163 Thermal Properties Q00 nog97 0993
my 4047 1.62630 Tz () 634 g50 0996 0903
1 3650 163426 T (C) 713 &00 [nooE 0996
T+ () 606 700 0097 09403
Ty () 643 650 0597 | 0993
Constants of Dispersion Ty™4(C) TEE 600 0.997 0993
Formula 2 zg20=(10-TK) 67 550 0.o0g (.996
Ag 234480973 2 zm=(10-7K) e 300 noo7 0.004
Ag -§.8348841=10°7 A{Wim - K) 430 0996 0993
An 1.3911380=102 460 0996 05492
A -3.1404293x10°7 Mechanical Properties 440 0093 0001
A 3620732010 Hg (107Pa) 316 420 0504 [noz0
As -1.3001024=10F Fa 127 400 09592 0984
E (10"Pa) g112 390 0.987 0973
Deviation of Relative Partial G (107Pa) 3206 380 0081 0963
Dispersions AP from y 0.265 370 0.969 0.939
the“Normal Line™ B (102 Pay 360 0044 0201
APr. -0.0003 350 0.90 081
s Pey 0.001% Other Properties 340 0.2 068
& {glem?) 333 330 0.70 040
320 0.33 028
Temperature Coefficients of Refractive Index 310 033 011
Rane of dn/dt relative(l I]'”.-"'C} 300 0.16 0.03
Temperature i C’ d a F g 200 0.03
40~~-20 14 18 2.1 22 23 29 280
-20~0 128 2.1 22 2.3 2.7 il
0~20 19 13 2.5 27 29 31
20~~40 2.1 2.3 25 2.7 28 3.3 Coloration Code
40~60 21 23 2.5 27 32 i6 ol ks 36/30
Go~20 23 27 1.8 13 iz 37
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