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Eefractive Indices ERelative Partial Disperzions Internal Transmittance
A (pm] Ps 03026 Pras | 02522 A (nm] T imm T 10 mm
T 10140 [ 1.50021 P.s | 02383 | P s | 02361 2400 0006 0.820
Ty T706.3 160397 Py | 0.3457 | B'zF | 04837 2200 0042 0.8287
n- 6563 160785 2000 0976 0.953
. 643 8 160838 Chemical Properties 1200 (1289 e78
NEene | 6328 1oOgET Grade 1600 0008 0.o97
np 5803 1.61107 RC(8) | 1400 (000 0008
na 5876 161117 EA(S) 3 1200 [.0588 0998
n- 346.1 161378 Dy 1 1060 [.000 0008
ng 186.1 161881 Dy ] 1000 [.0090 0008
ng 480.0 161944 0350 0.000 0008
o 4358 1.62479 Thermal Properties 000 0099 0098
o 4047 162084 378 g50 0008 0.oo97
14 363.0 le3gdd 622 g00 0008 0998
323 700 0008 0096
360 630 0097 0993
Constants of Dispersion 600 0.997 0.993
Formula TE) 20 350 0097 0903
Ay 23449219 “TK) 09 500 00097 0004
A 37627304 %100 480 0096 0993
A 19601474 =10 460 [.006 0001
As 81278631 210 Mechanical Properties 440 0.003 0591
Ay 13833480« 104 Hg (107Pa) 321 420 0.093 0.091
As 61637020 =100 Fa 400 0094 0920
E {107Pa) TEE1 300 (003 0986
Deviation of Relative Partial G (107Pa) 3103 380 0.990 0081
Dispersions & Pfrom n 0270 370 0983 0871
the*“Normal Line™ B (102 Pa) 360 0973 0947
LPe 20,0001 330 0032 0.907
sPgr -0.0050 Other Properties 340 0909 0.827
e (gem?) 338 330 0.83 0.69
320 071 0.30
Temperature Coefficients of Refractive Index 310 0.33 028
Rang of dn/de relative(l I]'ﬁ.-"'C} 300 (133 011
Temperature £ C’ d 2 F g 200 017 0.03
40~~-20 0.1 0.4 0.6 0.2 1.2 14 280
200 0.1 0.6 0.7 0.2 14 16
020 0.1 0.6 0.6 0.9 1.2 14
20~40 0.1 0.5 0.7 1.0 1.1 14 Coloration Code
40~60 3 0.6 0.2 1.0 1.2 2.1 hggl A 3329
60~ 80 0.4 09 1.1 1.2 18 22
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