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ng=1.61309 v, =60.38 n.— n: =0.010120
H-ZK7 613606 —— — —
n-=1.61531 v =60.34 ne — n. =0.010201
Refractive Indices Relative Partial Dispersions Internal Transmittance
A (opm) Pa. | 03047 Pras | 02342 A (nm Timm T 10mm
i 10140 | 160161 Pos | 02386 | P oa| 02367 2400 .29 0.79
n: 7065 1.60825 Pz | 03334 | Flgr | D4TE3 2200 0.948 0.208
. 6363 1.61001 2000 0984 0.968
. 6438 1.61030 Chemical Properties 1800 0.002 0983
Npens | ©32.8 1.61096 Grade 1600 0.008 0987
np 3803 1.61300 RC(8) 1 1400 0.993 0.990
o] 5876 161309 EA(S) 3 1200 0.999 0998
N 546.1 1.61351 D 3 1060 0.999 0008
Hr 486.1 1.62013 Dy ] 1000 0.999 b.oog
it 480.0 1.62070 030 0.999 0.998
a 4558 1.62558 Thermal Properties 900 0.099 0998
1 4047 1.63010 T: (C) 638 230 0.999 0008
1 3650 | 183778 T; () 684 200 0995 0098
T+ (1) 609 700 0.999 | 0.998
T1g™ (1C) 640 630 0998 0.997
Constants of Dispersion T1g™4(C) 761 600 0.99% 0997
Formula 2 2gn20=(10-VE) 63 530 0998 0.997
Ay 25622056 2 1o0300=l 107K) 80 500 0997 | 0.993
A 10884471107 A(Wim - K) 420 0.997 0994
A 14099779 % 107 460 0906 0.093
As 37923704107 Mechanical Properties 440 0.006 050z
A 241612681075 Hg (107Pa) 360 420 0.003 0.991
As 14161621107 F. 138 400 0993 | 0987
E (107Pa) 2847 300 0.990 0980
Deviation of Relative Partial G (107Pa) 3501 380 0084 0969
Dizpersions A P from n 0.264 370 0.073 0.9350
the“Normal Line™ B (102 Pa) 360 [.853 0508
aPpa 0.0000 330 0018 0.842
sPgr -0.0041 Other Properties 340 085 0.73
¢ (glem?) 351 330 0.73 0.36
320 061 037
Temperature Coefficients of Refractive Index 310 042 0.18
Rang of dn/de relative(l I]'ﬁ.-"'C} 300 024 0.06
Temperature £ ' d 2 F g 200 11 0.01
A0~-20 09 13 1.5 1.6 1.8 22 280
-20~0 1.3 13 1.6 3 2.0 24
0~20 1.3 1.7 1.8 1.9 2.1 24
20~-40 1.3 1.8 1.9 2.0 2.1 2.5 Coloration Code
40~60 1.3 18 1.9 2.0 14 26 ol ds 33/30
60~ 80 1.6 18 2.1 22 14 2.7
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