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H-ZK9A 620603 g =1.62041 = SCI...‘-I N~ T :I.:I.-:I%S:
n.=1.6228% = &0.10 ne — n. = 0.010363
Refractive Indices Relative Partial Dispersions Internal Transmittance
A (pm) Pa. | 03034 Pras | 02347 A (nmJ T3imm T 10 mm
1 10140 | 1.60863 P.s | 02386 | P oa| 02367 2400 022 0EE
Hy T06.3 161347 Py | 03308 | P'zp | 04706 2200 0910 0228
- 65635 161727 2000 00973 0930
. G438 161777 Chemieal Properties 1200 (1989 e79
Npey: | 632.8 161824 Grade 1600 0097 0904
np 3803 1.62032 RC(S8) 1 1400 0.006 0.003
yal| 5876 162041 BA(S) 3 1200 (.009 0908
K- 346.1 162286 Dy 3 1060 [.000 0908
ng 486.1 162735 Dy & 1000 [.009 0008
nr 480.0 162813 050 0.000 0008
ol 4558 163310 Thermal Properties Q00 [958 0998
iy 4047 163769 Tz (T) 633 g50 [.000 0908
n; 3650 1.64350 T: (1C) 604 200 R 0008
T (1) G606 T00 0000 0.008
T () 639 650 0998 | 0987
Constants of Dispersion T1g™('C) 754 500 0.998 0996
Formula 2 1g320=(10-VE) 64 350 0008 [.908
Ay 23840780 2 ppapaoo={10-K) 74 300 [.e97 0.003
A -1.1128138 %104 A{Wim - K) 480 0007 0994
Ag 1.53428160x 104 460 0096 0993
As 26403393 =10°f Mechanical Properties 440 0903 nool
A 27746647 10 Hg (107Pa) 376 420 (004 0080
As -1.2440300 5 10-% F. 400 0991 0085
E {107Pa) 2822 300 Loa7 0974
Deviation of Reladve Partial G (107Pa) 3404 380 0080 0061
Dispersions & Pfrom 1 0262 370 0087 0935
the“Normal Line™ B (102 Pa) 360 0541 0.88s
aPp. 00007 350 0.20 0.20
APer -0.0051 Other Properties 340 082 0.67
e (glem?) 333 330 071 0.30
320 53 0.30
Temperature Coefficients of Refractive Index 310 037 0.14
Rane of dn/dt relative(l I]'ﬁ.-"'C} 300 020 0.04
Temperature £ C’ d 2 F' g 200
A0~-20 07 1.1 1.7 1.8 2.1 24 280
-20~0 1.2 1.5 1.6 1.8 2.0 22
{~20 1.2 14 1.5 1.7 2.0 22
20~40 1.1 13 1.5 L. 2.0 24 Coloration Code
40~60 16 19 2.1 4 1.8 20 hs 36/30
Go~20 19 24 2.8 13 3.3 iG
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