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. - ny=1.62210 =56.7 ne= nc =0.010970
H-ZK10 622567 -
n==1.62470 = 5638 ny — ne =0.011080
Refractive Indices Eelative Partial Dispersions Internal Transmittance
A (pm) P, | 03034 Pras | 02331 A ({om? T3mm T 10mm
joR 10140 | 1.60996 Pos [ 02373 P 2a | 02351 2400 0.28 0.77
iy 706.3 161689 P.r | 03479 | P'z7 | 04836 2200 0.930 0.863
1 6563 161877 2000 0977 0953
1. 643 .8 161929 Chemical Properties 1800 0089 0978
= | 632.8 161979 Grade 1600 0.098 0.096
np 3893 1.62200 RC(8) 1 1400 0.098 0.997
1y 3876 162210 FA(S) 3 1200 0.059 0998
s 346.1 1.62470 D 1 1060 0.999 0008
1iF 426.1 162074 Dy 3 1000 0.599 0008
HF 4800 1.63037 930 0.999 0998
n: 4358 163373 Thermal Properties 000 0099 0098
ny 1047 1.64073 Tz (T) 637 230 0.999 0008
1 3630 164922 T: ('2) 702 200 0.599 0008
T (C) 600 700 0998 0.997
Tye™ (C) 637 630 0998 0.996
Constants of Dispersion T ™(C) 769 600 0998 0.996
Formula 2 2pi120=(10-VE) 66 530 0.998 0996
A 2.53840703 2 1o0300=(10-7K) 73 500 0.997 0.093
Ay -3 7264109= 103 A (Wim = EK) 420 0.996 0.993
Ay 17360663« 104 160 0.996 0092
A -3.0813431 =10 Mechanical Properties 440 0503 0991
Ay 8870488810 Hx (107Pa) 308 420 0.993 0.990
As 4. 7409985 = 10 F. 400 0.991 0983
E (107'Pa) 2231 390 0086 0973
Deviation of Relative Partial G (107Pa) 3247 380 0979 0058
Dizpersions AP from b 0270 370 0.062 0023
the“Normal Line™ B (10-2Pa) 360 0.923 0.852
APp. 0.0003 330 085 072
s Per -0.0012 Other Properties 340 062 0.46
¢ (glem®) 3.63 330 0.39 0.13
320 0.09 0.01
Temperature Coefficients of Refractive Index 310
Rang of dn/dt relative(l D'ﬁ.-"'C} 300
Temperature t ' d 2 F g 200
“40~-20 1.1 14 1.7 18 . 27 280
-20~10 1.3 1E 24 25 27 10
0~20 1.6 19 22 23 28 32
2040 2.1 23 23 26 3.0 3.3 Coloration Code
40~60 21 23 25 28 3l 36 ol Az 37/32
60~80 21 24 27 29 33 36
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