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Refractive Indices Eelative Partial Dispersions Internal Transmittance
A (pm) Py, | 03030 Pras 2323 L {om? [ Timm T 10 mm
R 10140 | 162382 P.; | 02384 | P s | 02362 2400 0.88 078
I 7063 163308 Pop | 03407 | P'gp | 04870 2200 0943 0253
- 6563 1.63303 2000 nogl 0962
- 6438 163361 Chemical Properties 1200 05991 0o9az
Np=x: | 632.8 163613 Grads 1600 0987 0904
np 3803 13844 RC(5) 1 1400 0008 noo7
s P 3876 163834 EA(S) 3 1200 0999 0998
I 346.1 164129 Dy, 2 1060 0999 0008
ng 486.1 1.64637 D. 4 1000 0900 ooz
ng 480.0 1647123 050 0900 0908
s 433 8 1.63290 Thermal Properties 000 0.090 0008
Ty 047 163819 Tz (C) 635 &350 0999 0008
n; 3650 166733 T (C) 6o7 200 0.o00 ooz
Ty () 601 700 0000 0oog
Typ® (C) 836 650 0,999 | 0998
Constants of Dispersion T1g™(C) 738 500 0955 0998
Formula 2 w20 (10-VE) 71 350 0900 ooz
Ay 16370236 2 1o0300=(10-VE) g2 300 0.e97 0963
A -1.0212072 102 A{Wim - K) 480 0006 0993
A 1.7024722 =10 460 0994 DoEQ
A 21432422 =10+ Alechanical Properties 440 1903 R
A TAZETERO 10 Hx (107Pa) 312 420 0.9e91 0083
As 43580603 =107 F. 400 0083 0967
E (10Pa) 2711 390 0974 0948
Deviation of Relative Partial G (107Pa) 3423 380 0032 0o07
Dizpersions A P from B 0272 370 0ol 0.83
the“Normal Line™ E (10-2Pa) 360 082 062
2 Pp. -0.0007 350 0.66 0.43
s Per -0.0016 Other Properties 340 0.37 0.14
o (glem’) 3.69 330 008 0.01
320
Temperature Coefficients of Refractive Index 310
Rang of dn/dt relative(l I]'ﬁ.-"'C} 300
Temperature i ! d 8 F g 200
40~-20 04 0o 1.1 1.2 1.3 12 280
-20~0 08 1.3 1.3 1.6 1.8 232
0~20 0o 1.3 14 1.3 1.8 213
20~40 0o 13 15 15 1.8 24 Coloration Code
40-~a0 1.0 14 1.3 16 20 27 38/33
G0~ 20 1.1 14 16 1.7 24 29
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