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Eefractive Indices Relative Partal Disperzions Internal Transmittance
A (pm) Pa- | 03014 | Pra. | 02508 A (om3 Timm T 10 mm
i 10140 160483 Poa | 02383 P 25| 0.2361 2400 0941 0.8%6
1 T706.5 161181 Pep | 03338 Pop | 040913 2200 0.960 0022
- 6563 161375 2000 nogz 0964
n: 6438 161430 Chemical Properties 1200 05491 0082
NE=N= | 6328 1614281 Grade 1600 0008 0998
no 5803 161710 RC(5) 1 1400 0906 0.092
na 5876 161720 BA(S) 3 1200 [.5499 0908
M 346.1 161983 D 1 1060 [.5499 0008
ng 486.1 1.62320 D, ] 1000 05499 0008
ng 480.0 162386 030 0909 0.008
ol 4558 163134 Thermal Properties 200 0999 0098
T 4047 163683 Tz (C) Goe g50 [.5499 0008
n; 3650 1.64354 T: ('C) 664 200 0008 [.o97
Ty (C) 533 700 0,998 | 0997
Tt () 304 630 0998 0006
Constants of Dispersion T19™8('C) 754 500 [.958 0996
Formula a 10 21 350 0008 [.908
Ay 23641622 2 10300= o0 300 05497 0903
Ag 6637100810 Wim - K 480 0997 0993
An 1911959210 460 0597 [.o94
A 52038336% 10 Mechanical Properties 440 0996 [.903
A 1177966410 Hg (107Pa) 313 420 0996 0903
As 5.7202671%10° Fa 104 400 0993 0.990
E (10'Pa) 7694 390 0.993 0987
Deviation of Relative Partal G (107Pa) 3026 380 0001 0083
Dizpersions A P from B 0271 370 0987 0873
the“Normal Line™ B (102 Pa) 360 0077 0054
aPr. 0.0001 330 0937 0913
APer -0.0001 Other Properties 340 0913 0837
o (glem?) 366 330 0.24 0.70
320 0.70 0.30
Temperature Coefficients of Refractive Index 310 0.31 026
Rang of dn/de relative(l I]'ﬁ.-"'C} 300 030 0.0o
Temperature t ' d 2 F g 200 0.12 001
A0~~-20 14 21 24 25 i3 4.1 280
-20~0 16 2.0 24 24 33 £
0~20 1.7 2.0 25 27 il ER
20~~40 25 26 27 29 34 ig Coloration Code
40~60 16 30 3l 33 3R 1.1 ol hs 33/30
Go~20 27 33 3.5 37 30 43
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