6B B A B i B

= = ng=1.60738 =56.65 n: — n. =0.010711
H-ZK50 607567 - — —
n==1.60994 =36.38 ne — ne =0.01081%
Eefracdve Indices Relative Pardal Dispersions Internal Transmittance
A (pm) Pa. | 03028 Pa 0.2323 A (om3 Timm T 10 mm
B 10140 Boag [ 02383 | P 2| 0.2362 2400 0934 0.873
Ny 7065 1.60230 Pop | 03476 | P'zx | 04830 2200 0.960 0022
H: 636.3 1.60414 2000 0.986 0073
I 6438 1.60463 Chemical Properties 1800 0.993 0987
Np=ne | 6328 160313 Grade 1600 0.099 0008
np 5803 1.60729 BC(8) 1 1400 0.099 0998
14 387.6 1.60738 B_A(S) 3 1200 D909 0.998
He 546.1 1.60904 Dy 1 1060 0999 0.998
Hp 486.1 1.61486 Dy 5 1000 0099 0008
iy 480.0 1.61547 030 0.099 0998
Nz 55.8 1.62073 Thermal Properties 000 0.009 0008
o 4047 1.62562 Tz (C) 635 830 0999 0.998
B 363.0 1.63308 T; (T) 721 200 0099 0008
Ty () 602 700 0009 0998
Ty (1) 640 630 0998 | 0987
Constants of Dispersion T1g™8('C) 600 0998 0997
Formula 2 3on20=(10-VED) 70 530 0008 0.997
Ay 25395063 2 poozoo=(10-VK}) 77 500 0997 0093
A -2 2026103 %107 A(Wim - K) 420 0.997 0.994
Ag 15691213 %10 460 0.996 0993
A 18318803510 Aechanical Properties 440 .o0a 0903
As 24796364 100 Hg (107Pa) 311 420 0.996 0.092
As T0TI0768 X 10F Fs 105 400 0.994 | 0.989
E (107Pa) 7398 390 0991 0083
Deviation of Relative Partial G (107Pa) 3000 380 00%E 0076
Dispersions AP from i 0.266 370 0081 0962
the*“Normal Line™ B (10-2Pa) 360 00s4 o330
aPp. 0.0001 330 0936 0877
APesr 0.0016 Other Properties 340 n.ag 0.7e
e (gem?) 334 330 0.79 0.63
320 0.63 0.42
Temperature Coefficients of Refractive Index 510 043 020
Fane of dn/dt relative(l I]'“.-"'C} 300 024 0.06
Temperature 0 C’ d 2 F' g 290 010 0ol
A0~-20 280
-20~0
0-~20
20~40 Coloration Code
40~&0 ol A s 33/30
60~80
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