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H-LaKl 660574 ng=1.65930 57. 33 »~ I 0. 011500
n.=1.66224 57. 30 s = D= 0.011558
Refractive Indices Relative Partial Dispersions Internal Transmittance
A (pm) Pa- | 03042 Pras | 0.2343 A {(nm} T 5mm T 10 mm
po 10140 | 1.64671 Pos | 02378 | P s | 02366 2400 029 0.79
g T06.3 1.63403 Py | 03430 | P'zp | 0.4841 2200 0966 0933
n- 6363 1.63600 2000 0000 0981
- 643.8 163636 Chemical Properties 1200 0097 0994
Np=ne | 6328 163708 Grade 1600 [.009 0008
ng 3803 1.63940 RC(S) 1 1400 [.0090 0008
Ha 5876 1.63930 BA(S) 3 1200 (000 0008
- 346.1 166224 Dy 3 1060 0.099 0998
ng 486.1 166730 Da & 1000 [.000 0008
a 480.0 l1.e6Ele 050 [.000 0008
Nz 4338 167376 Thermal Properties 000 0.999 0008
T 047 167896 Tz () 633 &30 0008 0996
n; 3650 1GETES T: (C) 6E3 200 [.006 [.oo2
Tig*= (C) 700 0.995 0.991
Ty (C) 650 0.993 0.990
Constants of Dispersion Ty ™4(C) 600 0.993 0.990
Formula 2 1320=(10-VE) g0 350 [.003 0.990
Ag 27043246 2 1p0300=(10-7E) 27 300 0.004 0080
A ENIEEE T A{Wim - K) 480 0.003 0087
A 1.8102234 % 107 460 0002 0083
A -2, 1649488 % 107 Mechanical Properties 440 0091 0083
A 38150748107 Hg (107Pa) 360 420 0.990 0081
As S1ATRTA42 10 Fa 176 400 0.087 0974
E (107Pa) 2273 390 0083 0966
Deviation of Relative Partial G (107Pa) 3463 380 0076 0032
Dispersions AP from 1 n2ge1 370 [0.0A3 0oy
the“Normal Line™ B (102 Pa) 360 0930 088
aPg. -0.0004 350 0901 0.81
AFer -0.0041 Other Properties 340 0.24 0.70
& {glem?) 304 330 0.74 0.33
320 D62 038
Temperature Coefficients of Refractive Index 510 047 022
Fane of dn/dt relative(l I]'ﬁ.-"'C} 300 032 0.10
Temperature 0 C’ d 2 F' g 200 0.20 0.04
AQ 20 18 -14 0.3 02 0.1 0.2 280
-20~0 -1.1 0.8 -0.4 0.3 01 0.1
0~20 -1.1 0.6 0.4 0.2 0.0 0.2
20~40 0.3 0.1 0.0 0.2 04 08 Coloration Code
40~60 02 0.0 0.0 02 0.6 1.0 36/29
G0~ 20 0.2 0.1 0.0 0.2 0.7 1.2
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