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H-LaK10 651559 | Pe=holl: =R AR w ne S00118%0
n.=1.63391 v, =53.62 ne — ne =0.011735
Refractive Indices Eelative Partial Dispersions Internal Transmittance
A (pm!] P4 03027 Prac | 02524 X {nm? T 3mm T 10 mm
1 10140 | 163825 Pos [ 02383 | P 2| 0.2361 2400 0014 0.833
I, T06.5 1.64360 Pop | 03472 | B'o5 | 04833 2200 0.069 0038
I 6363 1.64760 2000 0.990 0.980
1. 643 .8 164816 Chemical Properties 1800 0096 0.092
np=n: | 632.8 l.e4869 Grade 1600 [.000 0008
np 5803 1.65103 RC(8) 1 1400 0.090 0008
ng 5876 165113 FA(S) 3 1200 0994 0998
I 546.1 165301 D 1 1060 0.099 0008
ng 186.1 1.65923 Dy 6 1000 0000 0008
HF 4300 163002 830 0.959 0908
n: 4358 166362 Thermal Properties Q00 0990 0993
Ty 4047 1.67094 Tz (C) 618 g30 0.099 0008
n 3650 1.68001 T: ('T) 668 200 0.00% 0997
Ty () 373 700 0.997 0003
Tye™ (C) 607 630 0997 0.994
Constants of Dizpersion Ty ™5(C) 600 0.997 0004
Formula 2 (107K} 73 530 0096 0.003
A 26731936 2 1o0300=(10-7K) 24 300 0.993 0.990
A 02794614 =10 A (Wim = EK) 480 0994 0988
Ay 1 EE017083 104 460 0993 0086
As -2.3010666:10 Mechanical Properties 440 0991 0083
Ay 7200083210 Hx (107Pa) 346 420 0891 0.982
As -3.3634431=10¢ F. 400 0080 0979
E (107'Pa) 0300 390 0087 0973
Deviation of Relative Partial G (107Pa) 3630 380 0083 0970
Dizpersions AP from b 0272 370 0080 0.860
the“Normal Line®™ B (10-2Pa) 360 n972 0044
1 Pr. 0.0008 330 0038 0917
2Py -0.0033 Other Properties 340 933 0.870
¢ (glem?) 3.73 330 0.29 0.79
320 0.80 0.64
Temperature Coefficients of Refractive Index 310 0.64 041
Rang of dn/dt relative(l D'ﬁ.-"'C} 300 .39 (.13
Temperature t C’ d & F' g 290 0.12 0.02
A 0~-20 1.0 13 18 18 24 28 280
-20~0 12 1.6 1E 2.1 23 12
0~20 14 1.7 20 23 2.5 29
2040 1.5 1.7 1.9 2.2 23 3.1 Coloration Code
40~60 1.5 18 21 23 16 3.1 Mgl s 35/30
60~80 19 . 24 16 29 32
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