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Refractive Indices Chemical Properties Internal Tramsmittance

Al Crrade A ofmmd | tSmem| 110 mm

| 70635 | 164622 RC(S) 2 2400 | 083 | 049
ne | 6363 | 164321 RA(E) 3 2200 | 0950 | 0902
ne | 6438 | 164375 Dy 3 2000 | 0982 | D965
npre | 6328 | 164525 D 4 1200 | o993 | 0936
np | 3893 | 145150 1600 | ooy | 0993
ng | 3876 | 165160 ] 1400 [ o9z | 0996
ne | 461 | 165426 Thermal - Properties 1200 | Do9g | 0996
np | 4861 | 165936 T (C) 544 1060 | 0992 | 0994
ng | 480.0 | 166000 T. (1C) 674 1000 | 0998 | 0994
n. | 4358 | 166538 T () 93 950 | 0998 | 0996
| 4047 | 167033 T () 623 D00 | 0998 | 0996
n | 3650 | 167324 9 s (10 71 250 | 0998 | 0996
9 pazanc(107E) 34 300 | 0998 | 0997
700 | 0999 | 0598
_ _ 650 | 0999 | 0598
Constants of Dispersion Mechanical Propertics 600 | 0999 | 099
Formula Hg (10°Fd) 572 550 | 0999 | 0998
Ag 16876223 Fi 500 | 0999 | 0993
A 14375187 % 107 E (10°Pq) 0758 420 | 0998 | 0996
Ag 1.2545954= 107 G (107Pa) 3220 460 0997 | 05994
A 1 4642295 % 10° u 0.277 440 | 0996 | 0991
iy 16052461 % 107 420 | 0994 | 0929
A 2 2042639 % 10° _ _ 400 | 0991 | 0981
Stress-Optical Coefficient 390 | 0983 | 0970
_ - E (101%Fs) | 330 | 0977 | 0954
Relative Partial Dispersions 370 | 0957 | 0915
Pac | 03041 [Plas| 0253 _ 360 092 | 085
Poa| 02388 | P g 02368 Coloration Code 3500 087 | 075
Pop| 05396 |Pop| 04788 | | dealbs 37740 340 079 | 062
330 066 | 043

Deviation of Relative Partial 320 0.51 036
Dispersions A P from the _ 310 035 | 012
“Normal Line” Other Properties 300 022 | 005

s Pr, -0.0006 — 362 290 010 | 001

aPz, 00035 240
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