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Refractive Indices

Internal Tranzmittance

A (om) Pa- | 03047 Pras | 02343 L (nm] T imm T 10mm
m; 1014.0 | 1.68233 Poa| 02383 | F =a| 02363 2400 0.79 0.62
Ny 7065 1.69078 Pop [ 05427 | P'zr | 0.4813 2200 089 020
H: 636.3 1.69297 2000 0.979 0058
I 6438 169338 Chemical Properties 1800 0087 0974
NpeN- | 03283 160413 Grade 1600 0904 0088
g 5803 169668 RC(S) 1 1400 0998 0.092
Hi 387.6 1.69680 BA(S) 3 1200 0.098 0.996
n: 346.1 1.60979 D 1 1060 0.998 0.997
HE 486.1 1.70532 Dy 5 1000 0.997 0893
iy 480.0 1.70624 030 0907 0.093
Hs 4338 1.71233 Thermal Properties 000 0.097 0.093
1y 4047 | 1.71799 T: () 650 830 0.996 0.592
n; 365.0 | 1.72763 I; () 673 200 0.850 0.980
Ty () 627 700 0.990 | 0.980
Tl (T 37 630 (020 KR
Constants of Dispersion T1g™5C) 722 600 0989 0978
Formula 2 3gn20=(10-VE) 63 530 0088 0977
Ay 28243496 2 1p0300=(10-7E) 73 300 0088 0876
A -1.2925761=107 A(Wim - K) 480 0986 0.873
Ay 20553136107 460 0983 0870
Ax 21633240107 Mechanical Properties 440 0032 0963
As 72218677107 Hg (107Pa) 761 420 0980 0.961
As 331023055107 F. 400 0.976 0933
E (107Pa) 11080 390 0.970 0.94
Deviation of Relative Partial G (107Pa) 4290 380 0964 093
Dispersions & Pfrom 1 0103 370 0.04 080
the“Normal Line™ B {10 2Pa) 360 003 ne7
< Pre 0.0028 350 0.87 0.73
2Per 00084 Other Properties 340 0.80 0.64
e (gem?) 3.66 330 0.70 049
320 D58 0.34
Temperature Coefficients of Refractve Index 310 D46 021
Rans of dn/dt relative(l I]'ﬁ.-"'C} 300 (.35 0.12
Temperature i ! d g F g 200 0.24 0.06
40~-10 2 3.l 34 6 3.7 41 280 0.17 0.03
-20~0 2 32 36 3.7 38 4.2
0~20 3. 33 3.6 ER 3.8 4.1
20~40 29 3.3 3.7 38 43 46 Coloration Code
40~60 3.2 3.7 3.8 1.0 4.3 3l 36/29
60~80 3.5 39 4.2 14 1.8 3.3
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