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H-LaK52 729547 [ DaSLTIOL6 L 5. 88 L eee = 001
m=1.71234 v.= 5445 ny — no = 0.013450
Refractive Indices Eelative Partial Disperzions Internal Tranzmittance
A (pm) Pi. | 03040 Pra, 2333 L (om) [ T3mm T 10 mm
1 10140 | 1.71400 P.s | 02383 | P s | 02364 2400 0.84 0.70
1. 706.3 132277 Por | 053445 | B'o7 | 04833 2200 0048 0.208
n 636.3 1.72510 2000 0981 0962
n- 6438 1.72375 Chemical Properties 1800 [oa2 09E3
NE=ne | 6328 1.72633 Grads 1600 0908 0996
np 3803 1.72904 RC(8) 1 1400 0000 0008
na 3876 1.72916 FA(S) 3 1200 [.908 0998
. 346.1 1.7323 Dy, 1 1060 0990 ooz
ng 186.1 1.73844 D. 3 1000 0900 0oog
ng 480.0 1.73020 050 0000 0008
n: 4358 1.74370 Thermal Properties Qo0 o0 0993
Ty 4047 1.73176 Tz (C) 630 250 0990 ooz
n 3650 1.76209 T (C) T03 &00 ERAIY 0oog
Ty () 638 700 0008 noo7
Tu® (1) 662 650 0,998 | 0997
Constants of Dispersion T ™(C) 600 0997 0893
Formula 2 w20 (10-VE) G0 350 noo7 0903
Ay 10270028 2 jpozee=(10-VE) 72 300 noo7 0.004
Al -1.2243807 %102 A(Wm - K) 480 D097 0o94
As 23021681 =10 460 0903 05991
A -7.3130488 =10 Mechanical Properties 440 0054 0088
A 14707131 =10+ Hx (107Pa) 765 420 [.e52 0084
As B.9132355=10% F. 400 D088 0977
E (107Pa) 11761 390 09E4 0969
Deviation of Eelative Partial G (107Pa) 4554 380 0083 D066
Dispersions AP from i 0201 370 0086 0933
the“Normal Line™ B (10-2Pa) 360 0.03 0.on
2 Pg. -0.0023 350 091 0.83
2Py -0.0081 Other Properties 340 0.26 0.74
o (glem’) 4.02 330 078 0.61
320 0.69 047
Temperature Coefficients of Refractive Index 310 0.57 33
Rang of dn/dt relativel I]'ﬁ.-"'C} 300 048 (.23
Temperature i ! d 8 F g 200 (.39 0.15
-40~-20 19 2.1 24 2.7 29 32 280 026 0.07
-20~0 19 21 24 27 19 32
0~10 22 2.3 2 27 3.1 34
20~40 T4 27 1e 10 34 3.7 Coloration Code
4060 2.5 30 32 3.3 3.7 4.2 37729
60~20 2.6 32 id 36 R 4.3
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