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Refractive Indices

Relative Pardal Dizpersions

Internal Transmittance

A (pm] Pa 02063 | Pra. | 02463 L {nm: T 3mm T 10 mm
1 1014.0 Pos | 02374 P s | 02344 2400 087 0.75
1 T06.3 1.56860 Por | 05743 | P'zr | 0.5083 2200 0941 0883
- 6363 1.37090 2000 0970 0941
. 6438 1.57135 Chemical Properties 1800 0083 0970
NHNe | B32.8 137216 Grads 1600 0906 05962
ng 3803 1.374090 RC(S) 3 1400 0000 noog
na 3876 1.37502 FA(S) 1 1200 [.908 0008
ol 346.1 1.37833 Dy, 1 1060 RS ooz
ng 486.1 1.38482 Dy 1 1000 0900 0500
ng 480.0 158564 050 0000 0500
n: 4358 139281 Thermal Properties Qo0 o0 no9e
Ty 404.7 1.3906% Tz (C) 4120 &350 RS 05499
n 3650 161197 T (C) 470 g00 0900 0500
Tyt () 700 0.999 0.999
Typ® (1) 630 0,999 | 0999
Constants of Dispersion T1p™(C) 600 0009 0894
Formula 2 w20=(10-VE) a7 350 0900 0500
Ag 24245500 2 joos=(10-E) 300 RS 0.000
Al 70714057 ¢ 103 A{Wim - K) 480 0000 no9e
Ag 191498092 102 460 RS 0090
As 333050098 =104 Mechanical Properties 440 o0o oog
A 1304188210 Hg (107Pa) 410 420 RS 0.000
As 17037720 10¢ Fa 400 0008 0997
E (107Pa) 3654 300 ooz 0996
Deviation of Relative Partial G (107Pa) 2344 380 0006 0092
Dispersions AP from y 0.206 370 0.994 0.989
the“Normal Line™ B (10-2Pa) 360 Qoo 0070
aPg. -0.0009 350 0976 0932
s Pey -0.0010 Other Properties 340 0.94 0DE7
& {glem’) 3.18 330 021 0.63
320 043 0.21
Temperature Coefficients of Refractive Index 310 0.03
Rang of dn/dt relative(l I]'”.-"'C} 300
Temperature t ! d 2 F g 200
A40~~-20 280
-20~0
0~20
20~40 Coloration Code
40~60 34731
G0~ 20
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