6B B A B i B

_ _ n;=1.58215 v,=42.03 n,— n. =0.013852
QF3 382420 m:=1.58544 v, =41.77 ny — n. =0.014017
Refractive Indices Eelative Partial Disperzions Internal Tranzmittance
A (pm) Pi. | 02068 Pras | 02468 L (om) [ T3mm T 10 mm
R 10140 P.s | 02374 P s | 02346 2400 0.80 0.80
1. 706.3 1.37374 Por | 03727 | P'gp | 0.3077 2200 0020 0.24¢
n 6563 137804 2000 0963 0927
n- 6438 137869 Chemical Properties 1800 0og4 0oGE
Np=x: | 632.8 137028 Grads 1600 0908 noo7
np 3803 1.58203 R.C{8) 2 1400 0008 noo7
na 3876 138213 FA(S) 1 1200 [.908 0008
. 346.1 1.38344 Dy, 1 1060 RS ooz
ng 486.1 1.39180 Dy 1 1000 (000 0oog
ng 480.0 130271 050 0000 908
n: 4358 1.5390982 Thermal Properties Qo0 o0 0993
my 404 7 160664 Tz (C) 435 250 RS ooz
n 3650 161878 T: (C) 326 &00 0900 0oog
Ty () 404 700 0008 noog
Tu® (1) 146 650 0,998 | 0996
Constants of Dispersion T1g™(C) 500 0908 0996
Formula 2 w20 (10-VE) 26 350 [oog 0908
Ay 24440554 2 jpozee=(10-VE) 101 300 noo7 0.003
A -6.7974631 % 107 A(Wm - K) 480 D097 0o94
Ay 2.1423387 x 102 460 0996 0993
A -3E344640 %107 Mechanical Properties 440 0096 0992
A 12193244 %10 Hx (107Pa) 116 420 0.003 0991
As 42162236 10°F F. 400 0003 0990
E (107Pa) 6162 390 [543 097
Deviation of REelative Partial G (107Pa) 2521 380 0000 0981
Dizpersions AP from n 0222 370 nogg 0977
the“Normal Line™ B (10-2Pa) 360 nogy 0oa2
2 Pp. -0.0010 350 0964 0929
s Per -0.0014 Other Propertiez 340 0913 0234
o (glem’) 322 330 0.73 0.57
320 0.37 0.14
Temperature Coefficients of Refractive Index 310 0.08
Rang of dn/dt relative(l I]'ﬁ.-"'C} 300
Temperature t ! d 2 F g 200
A40~-20 280
-20~0
0~20
20~40 Coloration Code
40~G0 35/32
G0~ 20
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