6B B A B i B

= g =1.5955 =39.22 n:— nc =0.015183

H-QF14 596392 : _ L
n==1.5991 =3B.95 oy - ng =0.015383

Refractive Indices Eelative Partial Dispersions Internal Transmittance
A (pm) Pa. | 02051 | Pras | 024535 A (om? T 5mm T 10 mm

1 10140 | 137979 Pog [ 02370 P 2a | 0.2340 2400 0027 0.26
n: 706.3 138834 Por | 03803 | B'z7 | 053140 2200 0938 088
1 6563 1.39103 2000 0978 0.954
. 643 .8 130173 Chemical Properties 1800 0029 0078
NHaNa | 6328 139230 Grade 1600 0008 0997
np 5803 130338 RC(5) 2 1400 0.987 0.993
ng 3876 1.39531 BA(S) 1 1200 0989 0998
T 346.1 130911 D 1 1060 0.999 0.0o0E
g 186.1 1.60621 Dy 3 1000 0.000 0.o0E
ng 480.0 1.60712 030 0.999 0908
n: 4358 161302 Thermal Properties 000 0999 0098
ny 1047 162260 Tz () 394 230 0098 0997
n 3630 163671 T: ('T) 641 200 0008 0997
Tyg™= (C) 339 700 0.998 0.096

Typ® (1) 375 630 0997 0.994

Constants of Dispersion T1g™(C) 721 500 0997 0995
Formula 2 2pi120=(10-VED) 20 550 0.997 0093

Ay 24866361 2 jpozee=(10-VE) o2 300 0.093 0891
A -1.0188484 % 10 A(Wm - K) 480 0.994 0988
Ay 19287414 %107 160 0992 0984
A 28333737 X110 Aechanical Properties 440 0900 0980
As S3.0937106% 107 Hx (107Pa) 548 420 0.083 0070
As 6.4236936x 1078 F. 400 0.966 0.933
E (107Pa) 7832 390 0.938 0.88
Deviation of Relative Partial G (107Pa) 3206 380 0.7 0.76
Dizpersions 4 P from b 0225 370 0.71 0.51
the“Normal Line™ B (10-!2Pa) 360 037 0.14
2 Pp. 20,0004 330 0.05
LPz: 00014 Other Properties 340
e (glem?) 262 330
320
Temperature Coefficients of Refractive Index 310
Rang of dn/dt relative(10-/7C) 100
Temperature t ' d 2 F' g 280
A0~-20 280
-20~0
0~20
20~40 Coloradon Code
40~60 haplhs 39/36
60~80
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