6B B A B i B

_ _ ns=1.58144 v,=40.89 ne— ne =0.014221
QF:I} 581409 n-=1.58481 v, =40.61 ne — 1. =0.014401
Eefractive Indices Relative Partial Dizpersions Internal Transmittance
A (pm) Ps 02050 Pra- | 02462 A (gm) T imm T 10 mm
T 10140 | 1.56671 Poa | 02373 P g | 02343 2400 (28 0.77
Ty T706.3 1.37489 Per | 03740 | Pz | 03004 2200 091l 0.830
n- 6363 137713 2000 0.955 0912
- 6438 137789 Chemical Properties 1200 0981 0963
NN 6328 137831 Grade 1600 05497 0903
np 3803 138131 RC(8) 3 1400 0900 0008
na 5876 1.38144 BA(S) 1 1200 [.5499 0008
H- 546.1 1.38481 Dy 1 1060 0599 [.oo8
ng 41%6.1 1.30143 Dy 1 1000 [.5499 0008
nr 4800 1.30220 050 0000 0008
Nz 4558 1.39963 Thermal Properties Q00 0999 0998
Hp 404 7 160666 422 &350 0598 L.og97
14 363.0 161923 420 200 0008 [.008
366 700 0.00% [.9096
406 630 0.997 0003
Constants of Dizpersion 384 600 0987 0.993
Formula 02 550 0997 0903
Ay 24427064 111 300 05497 0004
A 77372048 X 1073 480 0996 0093
A 20114774 % 10 460 0996 0093
As 13705045 X 10 Mechanical Properties 440 0.906 noo
A 53273834107 Hg (107Pa) 407 420 0983 0001
As 69891083 % 107 F. 400 0993 0ol
E {107Pa) 3080 390 0594 bozg
Deviation of Relative Partial G (107Pa) 2444 380 0.992 0024
Dispersions AP from n 0.224 370 0.990 0.981
the“Normal Line™ B (102 Pa) 360 0026 na72
aPg. -0.0003 350 0973 0930
AFes 0.0011 Other Properties 340 0.944 0202
o (glem?) 323 330 0.83 0.72
320 0.57 032
Temperature Coefficients of Refractive Index 510 0.12 0.02
Rang of dn/dt relative(l I]'ﬁ.-"'C} 300
Temperature t ' d 2 F g 200
A40~-20 0.4 0.5 0 1.1 18 16 280
-20~0 0.8 1.2 1.6 1.8 2.3 30
0~20 0.6 1.2 1.6 1.8 26 il
20~40 0o 14 1.7 21 26 33 Coloration Code
40~60 0o 14 1.9 2.1 29 37 3431
G0~ 20 0o 1.7 2.0 T4 30 ER
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