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F2 613370 ng=161293 :‘5.?5 Is— Ne = 13:.5531
n-=161686 =36.70 ny — n. =0.016806
Refractive Indices Relative Partial Dispersions Internal Transmittance
A (mm) Pa. | 029042 Pras | 02448 A igm) [ T5mm T 10 mm
1, 10140 | 159614 Pos | 02370 P s | 02330 2400 0913 0.837
I, 706.3 160337 P.r [ 03814 | P'zr | 0.5147 2200 0.940 0284
n 63563 1.60803 2000 0970 0941
- 6438 160882 Chemical Properties 1200 09082 0964
Npez | G318 160033 Grads 1600 0904 DOEE
ng 3803 161278 RC(5) 3 1400 [oog nooe7
14 3876 161293 BA(S) 2 1200 0000 0008
I 346.1 161686 Dy, 2 1060 0999 0999
ng 186.1 162463 D. 1 1000 0900 0500
ng 480.0 162362 050 0900 0999
s 433 8 1.63427 Thermal Properties 000 0.090 0.099
Ty 047 1.64262 Tz (C) 400 &30 0999 0999
n; 3650 163768 T (C) 4350 200 0.o00 0500
Ty () 110 700 0000 0540
Typ® (C) 433 650 0,999 | 0992
Constants of Dispersion T1g™(C) 500 0955 0959
Formula 2 w20 (10-VE) 103 350 0900 0500
Ay 13316308 2 1o0300=(10-VE) 121 300 [.o00 0540
A STUT3RII35 w10 A{Wm - K) 480 0000 0.099
A 23173143 =10 460 0999 0998
A 4083628610+ Mechanical Properties 440 0.oga 0.oog
A LR R S Hx (107Pa) 440 420 [.o00 0908
As 10346435 =10 Fs 400 0097 0003
E (10Pa) 3740 390 0.996 059491
Deviation of REelative Partial G (107Pa) 2330 380 0003 0083
Dispersions AP from i 0221 370 0ogo 0o77
the“Normal Line™ B (10-2Pa) 360 no7R 00358
aPp. -0.0006 350 0.93 0.90
s Per -0.0014 Other Properties 340 0.27 0.76
o (glem’) 3.30 330 0.63 030
320 0,18 0.03
Temperature Coefficients of Refractive Index 310 0.06
Rang of dn/dt relative(l I]'ﬁ.-"'C} 300
Temperature t ! d 2 F g 200
Af~-20 0.6 0.6 0.8 1.1 1.6 2.5 280
-20~0 0.1 0.6 0.8 1.2 22 23
0~20 0.1 0o 1.2 1.6 24 32
20~40 0.2 1.0 12 1.7 16 37 Coloration Code
40-~60 04 0.8 1.1 1.9 16 37 35/32
G0~ 20 04 1.3 14 2.3 1.6 3.7
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