6B B A B i B

s =1.61962 v, =48.27 n:— n. =0.013250
ZBaF1 640483 ne=164277 v, =47.90 ne — n. =0.013418
Befractive Indices Eelative Partial Disperzions Internal Transmittance
A (pm) P4 02080 Pra. | 02407 X {(gm) T imm T 10 mm
1 1014.0 P.s | 02376 P 2a| 02346 2400 0924 0.834
g 706.3 163342 Pop | 03613 | P'zrp | 04063 2200 0930 09019
- 6363 163366 2000 0983 0971
n: G438 163627 Chemical Properties 1800 0902 09083
ng=y. | 6328 163686 Grads 1600 0097 [543
ng 3803 163930 R.C{8) 1 1400 0.000 [noog
na 3876 163962 FA(S) 3 1200 [.500 0998
ol 346.1 1.64277 Dy, 1 1060 0090 ooz
ng 186.1 164801 Dy 3 1000 0008 0noo7
nr 480.0 164060 030 0008 0906
n: 4358 163633 Thermal Properties Q00 0998 0096
y 404.7 166268 Tz () 621 230 0.997 0.593
1 3650 167382 T: (C) 670 200 [.908 [.993
Ty () 362 700 0.006 05942
Tu® (1) 601 650 0995 | 0991
Constants of Dispersion T ™(C) 600 0.9935 0891
Formula a -(10-VK) 63 350 0.006 [.542
Ay 26324147 2 jpozee=(10-VE) 75 300 0903 0.000
A 872531762 X 107 A(Wm - K) 480 09094 00RE
Ay 19124302 % 1072 460 [.903 0086
A 44830331 %107 Mechanical Properties 440 0502 0084
A S1.7473205 %10 Hx (107Pa) 482 420 0.900 0080
As 2.8601145 %10 F. 128 400 0983 | 0967
E (107Pa) 7731 300 0973 0931
Deviation of Relative Partial G (107Pa) 3052 380 0962 0023
Dispersions AP from n D266 370 0938 0877
the“Normal Line™ B (10-2Pa) 360 nag 072
APg. 0.0001 350 0.78 061
1Per -0.0020 Other Properties 340 0.37 33
& (glem) 3.83 330 0.24 0.06
320
Temperature Coefficients of Refractive Index 310
Rang of dn/dt relative(10-9/7C) 100
Temperature t ! d 2 F g 200
A40~-20 280
-20~0
0~20
20~40 Coloration Code
40~60 37/33
G0~20
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