6B B A B i B

ZBaF5l1 6834453 ng= 168 SR N
n.=1463417 23 w = ne = 0.
Befractive Indices Eelative Pardal Disperzions Internal Transmittance
A (pm) Pao | 02078 | Pras | 02480 L {om) [ T5mm T 10 mm
1 10140 | looesd Pos | 02377 P aa| 02340 2400 no1v 0.84
1 706.3 167363 Por | 05703 | B'z7 | 03037 2200 0034 0910
- 6363 167816 2000 0980 0.960
n: G438 1GTEEE Chemical Properties 1800 09490 0ol
NHN= | 63283 167933 Grads 1600 0008 RS
o JE03 168230 RC(S) 1 1400 0.000 000z
na 3876 1.68273 FA(S) 3 1200 [.5488 0008
ol 346.1 1GEG3T Dy 1 1060 0500 0008
ng 186.1 169330 Dy & 1000 05400 RS
ng 480.0 1.69440 050 0000 0008
n: 4358 1.70223 Thermal Properties Q00 0098 0997
Ty, 404 7 1.70974 Tz () 601 g50 0500 0008
n; 3650 1.722509 T: (C) €55 200 [0oog o497
T () 366 700 0.998 | 0.996
Tiph (1) 609 630 nog97 0903
Constants of Dispersion T1p™(C) 731 500 0887 09893
Formula 2 w20=(10-VE) g0 350 [nooE 0006
Ag 27300164 2 oos=(10-E) 20 300 noo7 0003
Ag 58180526 X 107 A(Wim - E) 480 0996 0993
Az 2.6609946 % 102 460 0996 0992
As 73483904 107 Mechanical Properties 440 0084 0989
A 17640430 10 Hg (107Pa) 464 420 0.ooz 0083
As £.7271173 % 10°F F. 198 400 0984 0968
E (107Pa) 7832 390 0974 | 0548
Deviation of Relative Partial G (107Pa) 3034 380 0054 0010
Dispersions AP from u 0.282 370 0.911 0.83
the“Normal Line™ B (10-2Pa) 360 0el 0G3
aPe, 00008 350 0.60 0.36
APer 0.0004 Other Properties 340 0.26 0.07
2 (glem?) 4.14 330
320
Temperature Coefficients of Refractive Index 310
Rang of dn/dt relative(l I]'ﬁ.-"'C} 300
Temperature t ' d g F g 200
420 0.3 1.6 19 2.0 27 3.1 280
-20~0 1.0 1.2 20 21 28 3.6
0~20 1.1 18 20 22 3l 30
2040 12 2.0 22 24 3.3 4.0 Coloration Code
40~60 14 21 2.3 20 5.3 4.0 ol ks 38/34
G0~20 1.3 2.3 2.6 i0 3.5 4.3
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