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n.=1.70559 v, =40.86 Dy = M =
Refractive Indices Eelative Partial Dispersions Internal Transmittance
L (pm) Pa. | 02933 Pras | 02457 L ipm) [ T5mm T 10 mm
joR 10140 | 168303 Pos | 02372 P oa | 02342 2400 0938 0014
I 7063 169370 P.p | 03777 P'zr | 0.5110 2200 0080 0961
1. 636.3 169631 2000 0993 D0%6
n: G438 169730 Chemical Properties 1200 noee7 [.903
Npey: | 632.8 169804 Grads 1600 [.5480 0008
np 3803 1.701390 RC{8) 1 1400 0.000 [oog
ni 3876 1.70134 PA(S) 3 1200 0999 0008
ol 346.1 1.70330 Dy, 1 1060 0599 RS
ng 186.1 1.71338 Dy 2 1000 0509 0008
ng 480.0 1.71437 050 0.000 [oog
1n: 4358 1.72341 Thermal Properties 200 0,909 0098
ny 4047 1.73100 Tz (C) 394 g50 0599 RS
1 3650 1.74718 T: (C) 657 &00 0509 0008
T () 330 700 0500 000z
Typ® (1) 591 650 0,599 | 0998
Constants of Dispersion T1g™(C) 736 500 09989 0998
Formula 2 w20=(10-VE) 71 350 0noo7 0594
Ag 2E208104 2 oos=(10-E) 23 300 [.503 D087
Ag -1.0082363 % 10 A(Wim - E) 480 0991 0083
Az 2.3308463 % 102 460 nogz 0976
As 32036767 X107 Mechanical Properties 440 0984 ogE
A F0256338 X109 Hg (107Pa) 384 420 noe7e 0032
As 6.0043240 % 107 F. 170 400 0932 | 0906
E (107Pa) Q679 390 0923 0.832
Deviation of Relative Partial G (107Pa) 3820 380 027 0.73
Dizpersions 4 P from b 0267 370 075 0.57
the“Normal Line™ B (10-12Pay 360 031 026
aPe, 0.0004 350 0.17 0.03
LPz: 00021 Other Properties 340
o {glem?) 3.64 330
320
Temperature Coefficients of Refractive Index 310
Rang of dn/dt relative(l I]'ﬁ.-"'C} 300
Temperature t ' d g F g 200
420 27 i0 16 3.0 5.7 3 280
-20~0 28 1.1 47 4% 36 62
0~20 EX 13 18 14 3.3 6.2
2040 4.0 47 50 50 38 6.9 Coloration Code
40~60 43 16 19 33 6.0 7.1 Aaglds 40/33
G0~20 4.5 418 30 33 6.6 7.3
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