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Refractive Indices Eelative Partial Disperzions Internal Tranzmittance
A (pm!] P4 03006 Pras | 02304 X {nm? T 3mm T 10 mm
1 10140 | 164440 P.; | 02380 | P oa | 02335 2400 0206 0.820
n; 706.3 163233 Pop | 03302 | P'zp | 04062 2200 0936 09014
1. 636.3 1.63434 2000 09082 0963
n- 6438 163316 Chemical Properties 1800 099l 0982
npey: | 6328 163374 Grads 1600 0906 0503
np 3803 163832 R.C{8) 1 1400 0097 0903
na 3876 163844 FA(S) 3 1200 [.908 0008
. 346.1 166132 Dy, 1 1060 RS ooz
ng 186.1 166749 Dy 3 1000 0900 0oog
ng 480.0 166824 050 0000 noog
n: 4358 1.67473 Thermal Properties Qo0 o0 0993
my 404 7 168085 Tz (C) 632 250 ooz 0996
n 3650 169131 T: (C) 693 &00 noo7 05904
Ty () 380 700 0006 05942
Tu® (1) 616 650 0,995 | 0991
Constants of Dispersion T ™(C) 600 0995 0991
Formula 2 w20 (10-VE) 78 350 0903 0591
Ay 26004319 2 jpozee=(10-VE) ] 300 o904 00gE
Al -T.3633660 X 107 A(Wm - K) 430 0002 D983
As 2.2699213 % 107 460 05991 0982
A -7.9439438 % 107 Mechanical Properties 440 0089 0979
A 1610731210 Hx (107Pa) 308 420 nog7 0074
As -6.9206954 % 10-F F. 136 400 0.877 0934
E (107Pa) 2392 390 0963 noIe
Deviation of Eelative Partial G (107Pa) 3330 380 0038 0280
Dizpersions AP from n 0270 370 0.esg 0.78%
the“Normal Line™ B (10-2Pa) 360 078 nse
aPg. -0.0003 350 0.54 029
2Py 0.0001 Other Properties 340 0.21 0.03
¢ (glem¥) 3.77 330
320
Temperature Coefficients of Refractive Index 310
Rang of dn/dt relative(l I]'ﬁ.-"'C} 300
Temperature t ! d 2 F g 200
A40~-20 0o 1.3 1.7 19 2.0 2.7 280
-20~0 1.0 14 1.6 g 2.2 27
0~20 1.0 17 1.8 2.0 2. XN
20-~40 1.1 1.7 1.8 2.0 2.9 31 Coloration Code
40~G0 12 17 2.0 2.2 1.8 il 3834
G0~ 20 14 16 19 2. 2.7 34
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