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H-7ZF6 755275 ng=1.73520 = _'?1 rT W = J_:IZ_-LfZ
n.=1.76167 =273 p— n-= (.02788R
Refractive Indices Eelative Partial Disperszions Internal Transmittance
A (pm) P4 n2ee2| Pra- | 02304 X (nm} T Smm T 1) mm
R 10140 | 1.72861 Pog | 02360 P ea| 02321 2400 0933 0008
1 T706.5 1.74300 Per | 06077 | P2 | 0.5371 2200 0.970 0941
1. 6563 1.747209 2000 0985 0970
n- 6438 1.74832 Chemical Properties 1200 05962 0083
npey: | 6328 1.74068 Grade 1600 0500 0998
np 3803 1.73496 RC(8) ? 1400 0000 [.008
na 3876 1.735320 FA(S) 1 1200 [.5488 0998
T 346.1 176167 Dy 1 1060 0.000 0008
Iy 486.1 1.77472 Dy 1 1000 0.000 0008
nr 4800 1.77641 050 0000 [.008
n: 4358 1.79139 Thermal Properties 000 0990 0993
fa 404 7 120641 Tz (C) 619 250 0.000 0008
n; 3650 T (C) 630 200 0.000 0008
Ty (1) 560 700 0,998 | 0996
T (C) 595 630 0997 0993
Constants of Dispersion T ™(C) 600 0997 0893
Formula 2 w20 (10-VE) o2 350 0908 09093
Ay 2.9632067 2 1p0300=(10"/E) 104 500 0993 | 0.987
Aj 212127498 % 1072 A(Wm - K) 430 0992 0984
As 36436381 %107 460 0oE0 noe79
A 21237993 %107 Mechanical Properties 440 0083 00970
A 13010010 Hx (107Pa) 323 420 0973 0946
As 2.1414106 % 1077 Fs. 400 0.93 0.86
E (107Pa) 9087 390 0.86 0.74
Deviation of Relative Partial G (107Pa) 3633 380 0.70 049
Dispersions A Pfrom 1 0151 370 036 013
the“Normal Line™ B (102 Pa) 360
aPg, 0.0013 350
APeg 0.0089 Other Properties 340
e (glem?) 3.24 330
320
Temperature Coefficients of Refractive Index 310
Rang of dn/dt relative(l I]'ﬁ.-"'C} 300
Temperature t C’ d 2 F g 200
-40~-20 -1.1 -0.4 0.6 1.9 2.0 22 280
-20~0 0.3 0.6 1.2 1.7 21 36
0~10 0.3 0.3 1.2 0.7 27 4.1
20~40 01 04 1.2 1.5 3.2 48 Coloration Code
40~60 0.7 1.3 2.1 1.9 1.1 34 ol hs 42/37
60~-20 0.7 1.3 2.0 2.3 4.0 34
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