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Refractive Indices Eelative Partial Dispersions Internal Transmittance
A (pm) Pa. | 02867 Pras | 02380 L {om) [ Timm T 10 mm
1 10140 | 1.73343 P.s | 02336 P 22| 0.2313 2400 0953 0.000
I 7065 1.77120 P.r | 06168 | P'zr | 0.53434 2200 0972 0.044
1. 6563 1.77397 2000 0og7 0974
n- 6432 TTT733 Chemical Properties 1200 [.5093 0oE7
== | 0328 177861 Grads 1600 [.5480 0008
np 3803 1.78446 BC{8) 1 1400 0.000 [oog
s P 5876 1.78472 BA(S) 1 1200 0999 0008
I 346.1 1.79191 I 1 1060 0999 0008
ng 186.1 1E0G4E Dy 1 1000 0500 0008
ng 480.0 RN 050 [.508 RS
n: 4358 1.82530 Thermal Properties o00 0.ogg 0.ogg
my 4047 1.84236 Tz () 613 &350 0999 0008
it 3650 T (C) 646 200 0500 0008
Ty (1) 556 700 0008 RS
Ty () 393 650 0,997 | 0993
Constants of Dispersion T ™(C) 707 600 0.997 0994
Formula 2 2g120=(10-VE) o4 350 0906 05402
Ag 3.0513004 2 ypozoo=(10-7E) 106 300 0591 09E3
A 12317710 10 A{Wim - K) 480 0080 0078
As 2133261 %107 460 0083 0971
As 12166063 %107 Alechanical Properties 440 oTE 0936
A 2RTEA1F2 X0 Hg (107Pa) 544 420 0950 0010
As 18831831 =102 Fa 187 400 0.89 0.80
E (10'Pa) 0196 390 0.21 0.63
Deviation of Relative Partial G (107Pa) 3673 380 0.62 038
Disperzions AP from I 0251 370 027 007
the“Normal Line™ E (102 Pa) 360
aPg. 0.0023 350
2 Per 00149 Other Properties 340
o (glerm’) 323 330
320
Temperature Coefficients of Refractive Index 310
Rang of dn/dt relative(l I]'ﬁ.-"'C} 300
Temperature i ! d 8 F g 290
-407~-20 0.5 0.3 0.3 0.7 14 2.0 220
-20~40 0.6 0.2 0.8 14 27 3l
O~210 -1.1 04 0.6 14 1.6 34
20~40 04 08 10 13 31 40 Coloration Code
40~60 0.4 0o 14 1.7 3.8 34 3/37
60~80 1.3 0o 2.1 3.2 1.6 30
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