6B B A B i B

H-ZF52A 847238 1= 1.84666 = 2378 Ty~ T ::'.:':-::‘:‘?
.= 1.83505 = 13.60 ne — no =0.036234
Refractve Indices Reladve Partal Dispersions Internal Transmittance
A (pm] Pa- | 02857 Prac | 02372 A (om3 Timm T 1{0mm
1 10140 | 181297 Pos | 02336 P aa| 02314 2400 0947 0206
g 706.3 123008 Pr | 06203 | P'zr | 0.3484 2200 05971 0943
. 636.3 1236490 2000 0983 0970
1. 6438 1283807 Chemical Properties 1200 0992 0083
Npgexe | G312 123036 Grads 1600 0999 0598
ng JE03 124636 EC(8) 2 1400 0999 0008
1y 387.6 124666 RA(S) 1 1200 0950 0008
ol 346.1 1.83303 D 1 1060 0000 0008
nr 486.1 1.87200 Dy 1 1000 0999 0908
ng 480.0 127430 0350 0999 0008
o 433 8 180417 Thermal Properties 000 0999 0008
Ty 404.7 191428 Tz () 623 250 0.000 0008
n 363.0 T: (C) 649 200 0999 0908
Tip*= () 572 700 0008 0996
Typ™ (12) 603 630 0997 0594
Constants of Dispersion Typ™(C) 709 600 0.996 0.993
Formula 2 2021077 o2 350 0994 0980
Ay 32306862 2 1p03p0=(10" 104 300 0oET 0973
A -1.3304222 w010 L{(Wm - K) 480 0983 0966
As 48362301 =102 460 0976 0033
As 31444275 =102 Mechanical Properties 440 0.9&3 0028
A 19T0T36T w0 Hz (107Pa) 330 420 0.934 0872
As 3ATEA368 =10 Fa 213 400 086 0.74
E (107Pa) 0671 390 0.77 0.39
Deviation of Relative Partal G (107Pa) 3821 380 0.37 033
Dispersions A P from B 0266 370 022 003
the“Normal Line™ B (10-12Pa) 360
2 Pro 0.0022 350
2Pes 0.0151 Other Properties 340
o (glem’) 3.32 330
320
Temperature Coefficients of Refractve Index 310
Rang of dn/dt relative(10-5/°C) 300
Temperature t c’ d 8 F' g 290
40~-10 -3.1 1.7 -1.1 -1.3 0.2 14 280
-20~~10 2.3 0.9 0.4 0.3 1.9 3.5
O~210 -1.7 0.6 0.3 0.8 21 4.7
20~40 0.9 0.1 0.5 13 3.0 47 Coloration Code
40~60 -14 0.1 0.7 1.1 34 3.5 41/37
60~~80 -1.3 0.6 0.8 1.6 3.3 io
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