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n.=173432 28.10 ne = o= 0.026133
Eefractive Indices ERelative Partial Dizperzions Internal Tranzmittance
A (pm) Py | 02800 Pras | 02401 A {nm] T 3mm T 10 mm
i 10140 | 1.70324 P.a | 02381 | P og | 02323 2400 0030 0.E21
Ty 7065 171679 Pz | 06038 | P'ar | 0.3341 2200 0038 0918
n- 6363 1.72082 2000 0878 o382
- 6438 172198 Chemical Properties 1800 0080 0o78
Npens | ©32.8 1.72307 Grade 1600 0000 0908
np 3803 1.72803 RC(8) 3 1400 0.000 0008
ni 3876 1.72825 EA[(S) 3 1200 (008 [og8
N 346.1 1.73432 D 1 1060 [.000 0008
HF 486.1 1.74634 Dy & 1000 0000 0908
nr 480.0 1.74811 050 (999 0908
ol 4558 1.76207 Thermal Properties 900 (008 [og8
1 4047 1.77601 T: (C) 407 250 [.000 0008
;i 363.0 T; (C) 454 g00 0000 0008
T+ () 364 700 0998 0997
Typ? () 308 630 0098 L.eg97
Constants of Dispersion T (C) 600 0993 0996
Formula 2 gpaze=(10-VE) oz 330 0007 0.003
Ay 28925490 2 pasoo=(10VK) 111 300 0003 0991
Ay .1.7933942 X 1072 A{Wm - K) 480 [.903 0936
As 23000472310 460 0080 0979
As 36390617107 Mechanical Properdes 440 0024 [0OGE
A HO813405 % 10 Hg (107Pa) 366 4240 0974 0949
Az 52328998 % 107 F. 133 400 0931 0904
E {107Pa) 5205 300 0030 0.864
Deviaton of Reladve Partial G (107Pa) 2126 380 089 0.20
Dispersions & Pfrom n 0.245 370 0.84 0.70
the“™Normal Line™ E (10°'Fa) 360 LG9 048
1Pz, 0.0008 330 0.40 016
2 Pe: 0.0064 Other Properties 340
g (glem?) 4.51 330
320
Temperature Coefficients of Befractive Index 310
Rang of dn/dt relative(l I]'ﬁ.-"'C} 300
Temperature i C’ d 2 F g 200
A0~-20 00 0.2 04 1.1 1.3 28 280
-20~0 0.0 04 0.7 1.2 25 4.0
0~20 0.1 0.2 1.1 1.3 2.5 4.2
20~40 -0.2 11 14 12 28 12 Coloration Code
40~60 03 1.0 14 20 32 47 ol A 41/33
GO~20 0.1 1.1 18 21 36 34
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