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Refractive Indices Relative Partial Dispersions Internal Transmittance
A (pm) Pa. | 02809 | Pra- | 02409 A (nm] T 5mm T 10 mm
1 10140 P.a | 02366 | P g | 02320 2400 0960 0921
Hy T06.3 168833 Pop | 03003 | FPzr | 0.3303 2200 0067 0933
- 65635 169221 2000 0og4 0969
- 643.8 169326 Chemical Properties 1200 [.oe91 [oa2
Npey: | 632.8 169425 Grade 1600 [.009 0008
ng 5803 1.6GOET3 RC(8) 1 1400 0000 0008
yal| 5876 169803 BA[S) 1 1200 (.009 0008
K- 346.1 1.70445 Dy 1 1060 (008 [.o08
ng 486.1 1.71346 Dy 1 1000 [.000 0008
nr 480.0 1.71687 0350 0.008 0.o97
n= 433.8 1.72939 Thermal Properties 000 0998 0997
o 4047 1.74174 Tz (T) 167 g50 [.eg97 (903
m; 3635.0 1.76486 T; () 319 200 0097 0904
Tyg™= (1T 403 T00 0006 0.003
T () 146 650 0995 | 0991
Constants of Dispersion T1g™4(C) 600 0.995 0.890
Formula 2 1g320=(10-VE) 7 550 0003 0.990
Ay 27006680 2 jpaz=(10-TK) 22 300 [.oo2 0083
A -1.0644977 X 102 A{Wim - K) 480 0990 0980
Ag 25071834 % 10 460 Loa7 0973
As 212REE0T X 1073 Mechanical Properties 440 N0E3 0o&7
A 3815623 A0 Hg (107Pa) 403 420 0973 0046
Az 1.7143247 ® 105 F. 400 0018 0.845
E {107Pa) 6079 300 n.ez 062
Deviation of Reladve Partial G (107Pa) 1466 380 062 038
Dispersions & Pfrom i 0232 370 0.26 0.07
the*“Normal Line™ E (10°'Fa) 360 .03
aPp. 0.0006 350
LPes n.oo4s Other Properties 340
¢ (gem?) 1.06 330
320
Temperature Coefficients of Refractive Index 310
Rang of dn/dt relative(l I]'ﬁ.-"'C} 300
Temperature £ C’ d 2 F' g 200
A0~-20 280
-20~0
{~20
20~40 Coloration Code
40~60 A 41/37
Go~20
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