6B B A B i B

H.LaF10L -88475 ng=1.78800 -:._:4__49 D~ D = :l_il-_SiE'l
n.=1.79193 v.= 47.26 np — n. = 0016738
Refractive Indices Relative Partial Dizsperzions Internal Tranzmittance
A (pm!] Pa. | 03012 Py | 02510 L {om? T Smm T 10 mm
1 10140 | 1.76996 P.s | 02381 P o5 | 02338 2400 0.E3 0.69
1, 7063 178018 Pop | 0.3330| P'zrp | 04023 2200 0.960 0922
n: 6563 1.78300 2000 R 0972
- GEER 178378 Chemical Properties 1200 noo7 0963
HE=Ns 32.8 1.78433 Grads 1600 0000 0958
np 3893 178785 B.C(S) 1 1400 [.908 0998
13 3876 1.78200 FA(S) 3 1200 0900 0008
I 346.1 1.79183 Dy 1 1060 ERAIY 0oog
1IF 486.1 1.79038 Dy 3 1000 RS noog
ng 480.0 1.280033 050 0999 0998
n: 4358 1.80830 Thermal Properties Q00 0090 0093
ny 4047 181637 GE2 250 0900 0oog
n; 3650 1.23007 6o7 200 RS noog
620 700 o0 0008
646 630 0098 0oe7
Constants of Dispersion 743 GO0 [O0% nooe7
Formula &2 330 [.oo7 [.993
Ay 3.1178002 1wos00=(107K) 70 500 0996 | 0993
Ay -1.2680088 % 10 480 0903 05991
As 200352223 %102 460 0903 0087
A -3.8643045 X107 Mechanical Properties 440 0551 0083
A 12045644 X 10 Hg (107Pa) 793 420 0908 0977
As 44702446 % 10°F F. 108 400 0981 0.963
E (107Pa) 123223 390 0973 0947
Deviation of Relative Partial G (107Pa) 4727 380 0.060 0921
Dispersions AP from B 0293 370 D936 0877
the“Normal Line™ B (10-2Pa) 360 090 081
1 Pr. 0.0030 350 0.84 0.70
2Py -0.0098 Other Properties 340 0.74 0.33
e (glem?) 436 330 0.59 0.33
320 033 0.12
Temperature Coefficients of Refractive Index 310 0.07
Rang of dn/dt relative(l D'ﬁ.-"'C} 300
Temperature t i d g F’ g 200
40~~-10 2.6 33 id £ 4.3 32 280
-20~0 3. 1.0 14 1.3 4.7 33
0~20 3. 1.1 4.2 14 4.8 3.7
20~40 3 47 13 A7 30 6.3 Coloration Code
4060 4.0 48 19 31 6.0 6.3 al s 39/32
60~20 1.1 1% 5.1 3.3 6.0 6.4
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