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= ng=1.77230 «=49.60 n,— n =0.015575
H-LaF30A 773496 = - -
n.=1.77621 .=4936 e — me =0.015725
Refractive Indices Eelative Partial Dispersions Internal Transmittance
A (pm) Pa. | 03018 Pra- | 02318 L {om) [ Timm T 10 mm
joR 1014.0 | 1.73343 Pos | 02382 | P s | 02330 2400 075 036
I 7063 1.76313 Porp | 03502 | P'gp | D4RTE 2200 0.80 0.79
1. 6363 176780 2000 0970 0941
n: G438 176834 Chemical Properties 1200 09e1 0962
NHN= | 6328 1.76824 Grade 1600 [.903 0990
ng 3893 1.77236 RC(5) 1 1400 [noog RS
ni 3876 177250 EA(S) 3 1200 0999 0008
ol 346.1 1.77621 Dy, 1 1060 0599 RS
ng 486.1 1.78337 D 3 1000 0509 0008
ng 480.0 1.78427 050 0.000 (.99
n: 4358 1.79194 Thermal Properties Q00 nog9e 0098
ny 404.7 1.79914 Tz (C) €55 &30 ooz R
n; 3650 181104 T (C) G6E3 &00 0noo7 09403
T () 620 700 noo7 0.003
Typ® (1) 644 650 0,597 | 0993
Constants of Dispersion T1p™(C) 600 0997 0994
Formula 2 w20=(10-VE) 63 350 0noo7 0594
Ay 3.0720045 2 oos=(10-E) 75 300 0903 0991
A -1 4028787 x 102 A(Wim - E) 480 09094 008G
Ay 24376318102 460 [.5093 0087
A 20803709=104 Mechanical Properties 440 0900 0980
A E0260061 10" Hg (107Pa) 770 420 0085 0971
As 52227714 10% F. 100 400 0o77 0934
E (107Pa) 12190 390 0966 05934
Deviation of Relative Partial G (107Pa) A720 380 0040 0.00
Dizpersions 4 P from 1 0201 370 0027 0.2a
the“Normal Line™ B (10-2Pa) 360 0.89 079
APp. 200029 350 I 069
APer 00110 Other Properties 340 0.753 036
e {glem?) 430 330 0.63 040
320 047 022
Temperature Coefficients of Refractive Index 310 022 0.03
Rang of dn/dt relative(l I]'ﬁ.-"'C} 300
Temperature t ' d g F g 200
-40~-20 2.8 32 3.7 43 4.6 4.8 280
-20~0 27 432 13 14 4% 33
0~10 2. 36 44 4.5 4% 54
20~40 3.7 47 43 A7 36 6.1 Coloration Code
40~60 4.5 4.7 30 3.3 5.7 6.3 Ls 59/31
60~80 1.6 18 il 3.3 37 6.3
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