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Refractive Indices Eelative Partial Dispersions Internal Transmittance
A (pm) Py, | 03003 Pras | 02501 L {om? [ Timm T 10 mm
R 10140 | 1.78337 Poag [ 02380 P 25| 02336 2400 0.84 0.70
I 706.5 1.79386 P.p | 033530 P'gr | 04012 2200 0.062 0926
I 6363 179882 2000 0987 R
1. 643 .8 1.79964 Chemical Properties 1800 0908 0997
NHN= | 6328 1.80041 Grade 1600 0000 0008
ng 3803 180383 RC(5) 1 1400 [.o00 0008
I 3876 1.80400 BA(S) 3 1200 0.999 09098
I 546.1 180811 Dy 1 1060 0009 0998
ng 186.1 181608 Dy 2 1000 0.009 0008
ng 4800 181708 050 0.099 0008
n: 4358 1.82366 Thermal Properties Qo0 o0 0993
ny 1047 183374 Tz (C) 663 830 0908 0997
n 3650 184779 T: ('T) T07 200 0.097 0993
T (1) 623 700 0.097 0.004
Two® () 638 650 0996 | 0.992
Constants of Dispersion T ™(C) 733 500 0996 0992
Formula 2 2pi120=(10-VED) 63 530 0.093 0.990
Ay 31695024 2 jpozee=(10-VE) 77 300 0953 0086
A -1.1672020 =102 A(Wm - K) 480 0991 0982
Ay 3.1182136=10 460 0088 0976
A -3 201911410 Mechanical Properties 440 0024 0989
As 13482150104 Hx (107Pa) g20 420 0078 0056
As 4 BT44323 1078 F. 26 400 0961 0923
E (107'Pa) 12586 390 0.042 0288
Deviation of Relative Partial G (107Pa) 4870 380 0012 0831
Dispersions A Pfrom n 022 370 0.86 0.74
the“Normal Line™ B (10-2Pa) 360 078 061
2P, 00023 330 0.68 0.46
APer 00114 Other Properties 340 0.54 029
e (glem?) 472 330 037 014
320 020 0.04
Temperature Coefficients of Refractive Index 310
Rang of dn/dt relative(l I]'ﬁ.-"'C} 300
Temperature t C’ d 2 F' g 200
40~-20 2 2.8 4.0 4.3 3.3 36 280
-20~0 2. il 3. 4.7 5.1 54
0~20 4.0 14 4.3 4.7 49 53
20~40 30 43 16 45 48 57 Coloration Code
40~60 3.2 3.6 3.8 4.0 4.3 33 As 40/32
60~80 3.6 4.5 1.6 4.7 3.1 6.4
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