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H-ZLaF36A S06333 ng=1.80810 Wa= “Z N> O = Zl.ill-ll_.‘_il
n.=181184 v.= 33.03 ne — no = 0.024579
Refractive Indices Eelative Partial Disperzions Internal Transmittance
A (pm) Pao | 02024 Pras | 02431 L {om) [ T5mm T 10 mm
1 10140 | 178187 Pos | 02368 | P s | 02334 2400 0ot 0.83
1 706.3 1.79313 P.p | 05802 | P'-7 | 03218 2200 0966 0034
n 636.3 1.79902 2000 0og8 0976
n: G438 1.20012 Chemical Properties 1800 [.903 0990
NHN= | 63283 120117 Grads 1600 [.508 RS
ng 3893 1.20380 RC(S) 1 1400 0.000 000z
na 3876 1.20610 FA(S) 3 1200 [.5488 0008
ol 346.1 121184 Dy, 1 1060 0599 RS
ng 486.1 1.82325 D 4 1000 0509 0008
ng 480.0 1.22470 050 0.000 000z
n: 4358 1.83733 Thermal Properties Q00 nog9e 0098
ny 404.7 1.23006 Tz (C) 652 &30 0599 RS
n; 3650 127310 T (C) 707 &00 0999 0008
Ty () 610 700 0008 0oo7
Typ® (1) 646 650 0,597 | 0993
Constants of Dispersion T1g™(C) 500 0887 0994
Formula 2 w20=(10-VE) g2 350 09093 0990
Ag 31304804 2 oos=(10-E) o1 300 0900 0080
Ag -11867882 102 A(Wim - E) 480 D086 0973
Az 3680884010 460 no9az 0964
As 0.0442700x10 Mechanical Properties 440 0973 0.931
A 20027704100 Hg (107Pa) 632 420 0062 0023
As 30014408 x10¢ Fa 400 0oz7 0.830
E (107Pa) 10733 3090 0287 0787
Deviation of REelative Partial G (107Pa) 4211 380 0.21 0.63
Dispersions AP from B 0275 370 063 042
the“Normal Line™ B (10-2Pa) 360 33 011
APg. -0.0003 350
2Psz: 0.0002 Other Properties 340
o (glem?) 3.70 330
320
Temperature Coefficients of Refractive Index 310
Rang of dn/dt relative(l I]'”.-"'C} 300
Temperature t ! d 2 F g 200
-40~-20 0o 16 19 2.1 20 34 280
-20~0 1.2 22 27 18 1.1 34
O~10 14 2.0 il 33 43 3.5
20~40 1.0 27 31 3.3 15 38 Coloration Code
4060 20 3.0 3.5 3.7 0 6.2 3/3
60~20 232 il 36 1.6 il 6.7
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