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H-ZLaF68 883408 1z =1.88200 = 43._9 Iy~ He= :I.CIZ..ﬁ-I:I_
m.=1.88813 = 40.56 ne — no = 002189
Refractive Indices Eelative Partial Dispersions Internal Transmittance
A (pm) Py, | 02972 Pras | 02475 L {om? [ Timm T 10 mm
1 10140 | 1.86032 P.os | 02378 | P s | 02330 2400 0901 0811
I T06.5 12872040 P.r | 03674 Bz | 03027 2200 0973 0947
n: 6563 187637 2000 0991 0982
. 643.3 187738 Chemical Properties 1800 0997 0904
NHN= | 6328 1.87833 Grads 1600 0908 nooe7
np 3803 1.88281 RC(5) 1 1400 Lnoog noo7
s P 3876 1.88300 EA(S) 3 1200 0999 0993
. 346.1 182813 Dy, 1 1060 0090 ooz
ng 486.1 1.80821 D. 3 1000 ERAIY 0908
ng 480.0 120048 050 0000 0008
n: 4358 191049 Thermal Properties Qo0 o0 0993
Ty 4047 192092 Tz (C) 727 250 0090 ooz
n 3650 193019 T (C) 776 &00 0.003 0591
T+ (1) GE3 T00 o904 00gE
Tu® (1) 719 650 0,993 | 0987
Constants of Dispersion T1g™(C) 243 500 0993 0987
Formula 2 zanz0=(10-7K) 69 330 0993 D9g7
Ay 34373238 2 jpozee=(10-VE) &0 300 0900 0080
A -1.2460242 %1072 A(Wm - K) 480 Dog7 0973
Ay 3.7972780 =102 460 0984 0963
A 229439145 % 10~ Aechanical Properties 440 0980 0.960
A 13323061 %10 Hx (107Pa) 723 420 0074 0042
As 49662702 108 F. 400 09al 0923
E (107Pa) 12653 390 0.947 0208
Deviation of Relative Partial G (107Pa) 41878 380 0023 0853
Dispersions A Pfrom B 0207 370 0.8sg 079
the“Normal Line™ B (10-2Pa) 360 082 068
aPp. 00022 350 0.73 0.33
APer -0.0089 Other Properties 340 0.57 33
e (glem’) 3.50 330 034 0.12
320 011 0.01
Temperature Coefficients of Refractive Index 310
Rang of dn/dt relative(l I]'ﬁ.-"'C} 300
Temperature t C’ d 2 F' g 200
40~-20 14 3.0 34 3.7 R 49 280
-20~0 2.5 33 33 4.0 46 5.7
0~20 26 34 38 1.1 19 5.7
20~40 20 33 38 13 3.1 57 Coloration Code
40~60 29 3.5 39 14 3.2 5.8 As 38/32
50~~80 3.2 1.1 1.3 4.5 3.2 6.0
CDGM

Copyright © CDGM GLASS CO.,LTD.




